
 
Report Date: 12/23/2021 9:19 AM
Test: 3 Point Bend Test
Batch: 45-400 Green Glass
 
 
 
 

Specimen details

 

 
Test Results

 

 
Calculation Settings

 

Specimen ID Date Time Type Width
Green_1_12232021_08510
7_RC 12/23/2021 8:51 AM 3 pt. Bend 6.000in

Specimen ID Depth Span Length

Green_1_12232021_085107_RC 0.250in 9.842in

MaxLoad MaxStress
Unit lbs PSI

Lower limit 0.000 0.000
Upper limit 0.000 0.000

Green_1_12232021_085107_RC 119.093 4688.444

Max 119.093 4688.444
Min 119.093 4688.444
Mean 119.093 4688.444
Range 0.000 0.000
Standard deviation NaN NaN

MaxLoad
Specimen Measurement Sensor/Calculation Range Stage Number
Green_1_12232021_08510
7_RC Maximum Ch:Load Whole 0

MaxStress
Specimen Measurement Sensor/Calculation Range Stage Number



 

Green_1_12232021_08510
7_RC Maximum Ch:Stress Whole 0



 
Report Date: 12/23/2021 9:22 AM
Test: 3 Point Bend Test
Batch: 45-400 Green Glass
 
 
 
 

Specimen details

 

 
Test Results

 

 

Specimen ID Date Time Type Width
Green_4_12232021_09214
2 12/23/2021 9:21 AM 3 pt. Bend 6.000in

Specimen ID Depth Span Length

Green_4_12232021_092142 0.250in 9.842in

MaxLoad MaxStress
Unit lbs PSI

Lower limit 0.000 0.000
Upper limit 0.000 0.000

139.494 5491.593



 
Report Date: 12/23/2021 9:26 AM
Test: 3 Point Bend Test
Batch: Unnamed
 
 
 
 

Specimen details

 

 
Test Results

 

 

Specimen ID Date Time Type Width
Green_3_12232021_09253
9 12/23/2021 9:25 AM 3 pt. Bend 6.000in

Specimen ID Depth Span Length

Green_3_12232021_092539 0.250in 9.842in

MaxLoad MaxStress
Unit lbs PSI

Lower limit 0.000 0.000
Upper limit 0.000 0.000

122.117 4807.498


